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LABORATORY TESTINGS AND ANALYSIS CONSULTANCY
CER CATE OF ANALYSIS
To: SAFEPACK INDUSTRIES LTD. PageNo. : lof 4
Safepack Complex, 77, MLD.C,
Bhosari, Pune - 411026, India. Certificate No.: SP /06-05/ 0174

Atin : Abhijit Shah (Developments)
Date of Issue : 11/ 05/ 2006

Client’s Sample Description : SAFEPACK VCI FILM

Date Of Sample Received 09/ 05/ 2006

1. Cadmium BS EN 1122 Method B: 2001
Plastic-Determination of Cadmium by wet decomposition method
ICP-AES (Inductive Coupled Plasma- Atomic Emission Spectrometry)
2. Lead USEPA Method 3052
Mu:uwmuumdmddlgemnfuhcmmdmuﬂyhmdmm
USEPA Method 6010B-Inductive Coupled Plasma- Atomic Emission Spectrometry
3. Mercury USEFPA Method 3052
Microwave assisted acid digestion of siliceous and organically based matrices
Cold Vapor technique-Flow Injection Mercury System (FIMS)
4 Chromium USEPA Method 3060A-Alkaline digestion for Hexavalent Chromium
Hexavalent USEPA Method 7196A — Colorimetric by UV/Vis Speciroscopy
5. PBBs USEPA Method 3540C- Soxhiet Extraction
GC/MS-Gas Chromatography-Mass Spectrometry
6. PBDEs USEPA Method 3540C- Soxhlet Extraction
GC/MS-Gas chromatography-Mass Spectrometry
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CERTIFICATE OF ANALYSIS

To: SAFEPACK INDUSTRIES LTD. Page No. : 20f 4
Safepack Complex, 77, MLD.C,
Bhosari, Pune - 411026, India. Certificate No.: SP /06-05/ 0174
Aftn : Abhijit Shah (Developments)

Date of Issue : 11 /05/ 2006

Client’s Sample Description : SAFEPACK VCI FILM

Date Of Sample Received . 09 /05 / 2006
: 11/05/2006

Date Completed Analysis

Type of Analysls/Parameters/ Analysls | Preconditioning Method / | Measurement Methed /

Properties measured Results | Technique F quipment

Cadmium (as Cd) ; mg/kg ND(<0.5) BS EN 1122 B: 2001 ICP-AES
Lead (as Pb) , mg/kg ND(<1) USEPA Method 3052 USEPA Method 6010B
Mercury (as Hg) ; mg/kg ND(<1) USEPA Method 3052 Cold vapor -FIMS
Chromiom Hexavalent (as Cr*") ;mg'kg ~ ND(<1) USEPA Method 3060A USEPA Method T196A
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